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NOTES:

WELD P02101-086 TO P02101-242.

BRAZE P02101-236 & P02101-238 TO P02101-085.

WELD SUBASSEMBLY MADE IN STEP 2 TO P02101-242.

WELD SUBASSEMBLY MADE IN STEP 3 TO TOP PLATE (P02101-055),
WHILE ALIGNING -236 & -238 TO RECESSES IN TOP PLATE.
ASSEMBLE P02101-054 & -070 TO SUBASSEMBLY MADE IN STEP 4.
THE TWO-BOLT HOLE PATTERNS IN P02101-070 TO BE ALIGNED TO
RECESSES IN TOP PLATE, ROTATED BY 15 DEGREES.

BOLT HOLES ON FLANGE ASSY (P02101—2352 MUST BE ALIGNED
WITH CENTER OF RECESSES ON TOP PLATE (P02101-055).

WELDS BETWEEN P02101-242 AND TUBES TO BE LEAK CHECKED
PRIOR TO ATTACHING P02101-235.

WELD ON P02101-074, USING RECESSES IN -055 FOR ALIGNMENT.
DO NOT ALIGN WITH RECESS NEAREST THE TWO-BOLT PATTERNS,
BUT EVERY OTHER.
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UNLESS OTHERWISE SPECIFIED:
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